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REPORT ISSUED TO 

STO CANADA LIMITED 

1821 Albion Rd. Unit 1 

Etobicoke, ON M9W 5W8 
 

SECTION 1 

SCOPE 

 

Intertek Building & Construction (B&C) was contracted by STO Canada Limited to perform 

testing on TurboStick
TM

 adhesive in accordance with CAN/ULC-S716-1-12 “Standard for exterior 

insulation and finish systems (EIFS)” – Section 5.3.3 “Bond Strength Tests”. Testing was 

conducted at the Intertek test facility in Mississauga, Ontario.  

This report does not constitute certification of this product nor an opinion or endorsement by 

this laboratory.  

 

 

SECTION 2 

SUMMARY OF TEST RESULTS 

 

The STO Canada Limited TurboStickTM
TM

 adhesive identified and evaluated in this report, 

achieved the performance results presented in Section 8, relative to the requirements of 

CAN/ULC-S716-1-12.  
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