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Notes:

1.  Detail illustrates a generic 
Insulated Concrete Forms 
(ICF) that is suitable 
for Sto Coatings directly 
applied to the 
form without 
additional insulation.

2.  Forms suitable for direct 
application coatings have 
imbedded, non-metallic 
form ties positioned a 
minimum 1/2” (13 mm) 
from the outer surface,

3.  The forms are molded 1.5 
pcf, expanded polystyrene 
insulation (EPS).

4.  Rasping the foam surface 
to provide a level surface 
for coatings shall not 
expose the form ties.

5.  ICFs that differ from the 
above may be completed 
by adding:
a) 1” (25 mm) EPS  
 insulation and EIFS  
 coatings or,
b) lath and StoPowerwall 
 Stucco, Sto Primer and 
 Sto Finish.

6.  Concrete shall be allowed 
to cure for a minimum 
of 28 days prior to 
application of Sto 
coating materials.
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